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HEJIAN HUAAN GLASSWARE CO.,LTD
SUNTUN VILLAGE,LIMINJUTOWN, HEJIAN CITY, CANGZHOU CITY,HEBEI PROVINCE,CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as : CHAMPAGNE GLASS

SGS Job No. : TJHL2006003899CW - TJ

Supplier : HEJIAN HUAAN GLASSWARE CO.,LTD

Manufacturer : HEJIAN HUAAN GLASSWARE CO.,LTD

Country of Origin : CHINA

Date of Sample Received : 24 Jun 2020

Testing Period : 24 Jun 2020 - 02 Jul 2020

Test Requested : Selected test(s) as requested by client.

Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Result Summary :
Test Requested Conclusion
European Council Directive 84/500/EEC & its amendment 2005/31/EC —Leachable PASS
Lead and Cadmium
Leachable Cobalt PASS

Signed for and on behalf of
SGS-CSTC Standards Technical Services (Tianjin) Co., Ltd.
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Reabeca Zhou
Approved Signatory
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Test Results :

Test Part Description :

Specimen No.  SGS Sample ID Description Material
(claimed by the client)
SN1 TSN20-010829.001 transparent glass ware GLASS
Remarks :

(1) mg/dm? = milligram per square decimeter
(2) mg/kg = milligram per kilogram

(3) °C= degree Celsius

(4) < =less than

(5) MDL = Method Detection Limit

(6) ND = Not Detected ( < MDL)

Test Method : With reference to European Directive 84/500/EEC and its amendment 2005/31/EC. Analysis
was performed by AAS.
- Sample 001 Category 2
Vol. of 4% Acetic Depth
acid used (mL) (mm)
1 250 126

Leachable Lead Leachable Cad-

(ma/Ll) mium (mg/L)
1 <0.1 <0.01
Limit 4.0 0.3
Notes :
(1) Category 1: Articles that cannot be filled and articles that can be filled, the internal depth of which
does not exceed 25 mm.
(2) Category 2: Articles, not in categories 1 or 3, which can be filled.
(3) Category 3: Cooking ware; packaging and storage vessels having a capacity of more than three liters.
Leachable Cobalt
Test Method : With reference to European Directive 84/500/EEC and its amendment 2005/31/EC. Analy5|s

was performed by AAS.
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Sample 001 Hollow-ware

vol. of 4% Acetic Depth
acid used (mL) (mm)
1 250 126
Leachable Cobalt
{mg/L)
1 <0.05
Limit 0.05
Notes :
(1) <= Less than
(2) mg/L=milligram per litre
(3) Limit = Recommended Limit
Sample photo:

TSN20-010829.001

SGS authenticate the photo on original report only
*** End of Report ***
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